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Effective Date: March 6, 2015
Scheduled Review Date: March 6, 2017

MANUAL OF TEST PROCEDURES FOR MATERIALS

1.

POLICY

It is the policy of the Department of Transportation to publish and maintain a manual that
provides test procedures for quality control, quality assurance, and acceptance testing of
aggregates, hot mix asphalt and Portland cement concrete and soails. lllinois test
procedures for other materials may be included.

PERSONS AFFECTED
This policy affects the Division of Highways (DOH).
PURPOSE

The purpose of this policy is to provide for the publication of a manual to ensure
consistent test procedures in the production and acceptance of materials.

GUIDELINES FOR IMPLEMENTATION

A. The manual will provide test procedures currently used by the department.

B. The test procedures are applicable to quality control, quality assurance, and
acceptance testing required by construction contracts. The procedures are

applicable to testing performed by the contractor, the department, or consultants
retained by either.

C. Department training classes shall utilize the current edition of this manual for all
applicable test procedures.

D. Where specified, testing shall be performed by trained technicians and
conducted in approved laboratories.

RESPONSIBILITIES

A. The Bureau of Materials and Physical Research  (BMPR) is responsible for the
issuance and maintenance of this policy.



Departmental Policy MAT-13: Manual of Test Procedures for Materials March 6, 2015

B. The DOH'’ regions/districts are responsible for ensuring compliance with this
policy.

C. The Engineer of Tests , of the BMPR Materials Testing Section, should be
contacted when questions arise regarding the application of these procedures.

6. REVISION HISTORY
Changes to this policy included in this version include:
. “Signature: On file” removed, and

o removed references to Articles 106.03 and 109.04 of the Standard Specifications
for Road and Bridge Construction in 4. A.

Archived versions of this policy may be obtained by contacting BMPR.
CLOSING NOTICE
Manual: Manual of Test Procedures for Materials

Supersedes: Departmental Policy MAT-13: Manual of Test Procedures for Materials,
Effective: July 3, 2013
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A—Aqggregate

APPENDICES: IDOT POLICIES, PROCEDURES, AND SPECIFICATIONS FOR
QUALITY CONTROL/QUAL ITY ASSURANCE (QC/QA) AND
LABORATORIES AND EQUI PMENT

Appendix A.1 Development of Gradation Bands on Incoming
(Effective 01/01/94) Aggregate at Mix Plants
(Revised 06/01/12) (prior HMA QC/QA stand-alone document).............. A.l

Refer to IDOT Website Policy Memorandum 11-08.3,
(Effective 01/01/08) Aggregate Gradation Control System (AGCS)
(Revised 01/01/13) (formerly Appendix A.2)

Appendix A.2 Quality Control (QC) Manager /
(Effective 11/01/95) Aggregate Technician / AGCS Technician /
(Revised 06/01/12) Mixture Aggregate Technician / IDOT Inspector /
Gradation Technician Responsibilities
(Chapter 7, Aggregate Technician Course Manual)
(formerly Appendix A.3) ......cooreiiiiiiiieeeee e A3
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